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Challenge 
The key challenge is to analytically calibrate both static and fatigue in-situ fiber and matrix 

properties of the Unidirectional (UD) lamina with high accuracy and in a very short time. The 

results will then enable the user to predict the elastic and mechanical performance of mixed 

layups under both static and fatigue conditions. Alpha Stars commercially available material 

modeling tool MCQ-Composites can be efficiently used to perform such calibrations 

analytically with high accuracy and shorter turnaround time. 

 The objective of this case study is to perform static calibration of a laminated tape, based on 

five ASTM static tests (tension and compression for D3039 and D3410, and a shear test 

D3518). The shear stress-shear strain curve from a ± 45 specimen loaded in tension (D3518) 

was used to reverse engineer matrix non-linear stress strain curve. In addition, based on two 

ASTM cyclic tests, fiber and matrix effective (in-situ) S-N degradation curves of the UD lamina 

is reverse engineered.  

Solution 
 Classical Laminate Theory (Analytical) and Micro-Mechanics based methodology is employed. 
The step by step solution process is shown 
next: 

  Step-1: Fiber/Matrix/ Ply Calibration 

 Step-2: Material Non-Linearity Analysis 

 Step-3: Laminate Mechanics Analysis 

 Step-4: Constituent Fatigue Life Analysis 

 Step-5: Progressive Fatigue Life Analysis 

 

Results & Conclusion 

 Generate fiber and matrix in-situ 
properties, as well as the matrix non-
linear stress-strain curve based on given five ASTM static test results. 

 Generate fiber and matrix in-situ S-N degradation curves.  

Key Highlights & Benefits 

Product: MCQ-Composites 

Industry: Aerospace and Automotive 

Application: Material Calibration and Validation  

Benefits: Rapid assessment of properties, Reduction 
in testing with cost savings, Strength allowable for 
reliability, Identification of damage 
initiation/propagation to failure, Identification of 
damage/failure modes and Results verified with test 
data  
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 Predict the elastic and mechanical performance of mixed layups under both static and 

fatigue loading. 

 

Input Output 

 

 
5 ASTM UD laminate static test Effective properties of fiber and matrix 

 
Laminate Mechanics Analysis (MCQ Prediction vs. Test) 

Carbon Fiber Composite IM7-9773 — Static Calibration in MCQ-Composites 

 
Input Output 



 AlphaSTAR Corporation 
Long Beach, CA,  USA 

www.alphastarcorp.com 
 
 

 

 
2 ASTM UD laminate cyclic test Calibrated Effective S-N Curve of fiber and matrix 

 
Through thickness ply damage chart 

IM7-9773 — Fatigue Calibration and Progressive Fatigue Life Analysis in MCQ-Composites 
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